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Certificate of Analysis
Portland Blast—Furnace Slag cement

=2 S22 D22HIAUE 25 [KS L 5210] MEXRY :  AACME
Ol= IS @ RI10-0487 & Z5UR: 20264 102 3L
o= J|2: BREEH 3 MELR: 26-10-1
DR AMMEERE)
= =2
-7 AE A
5 JIZ=gt
8 = il ZlCHat
(KS £F) o | EEEY | 15
Y (2D 3.04 - -
£ 9 T |4 E = (blaine) (cm?/q) 3000 O] &t 3 920 - -
Z AFE 2l 0ll(Lechatelier) (mm) 10 0|3t 0.50 - = CHat
oh ® ¢
QEZY0IE AT (%) 0.2 0I5t - 2| CH Rt
+ (KkE) (%) - 29.0 - -
= A
= = =] AF _ X AZF
vl = = 60 0l 4 295 £
= = A2 10 015t 6:00 - 2| CH Rt
3 10.0 Ol & 20.1 0.72 -
o= A
] 5 0] At . . -
MPa(N/mm) 7 17.5 0l 29.5 0.84
082l 425 0| At -
AL LSS (SO4) 4.0 015t 1.83 - 2| CH Rt
515t 2 N
-“““%‘j‘ A OIS (MgO)| 6.0 0I5t 2.67 - e
2 o2 e 3.0 0I5t 1.59 - 2| CH Rt
ey = Ry (%) | 30% 1t 600|5t 47% -

9FAl FI-G-402-02 Rev.03 MAICM FA| 3] Ab A4(210mm*<297mm)




