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Certificate of Analysis
Portland Blast—Furnace Slag cement
E2 52 D2 IANYE 25 [KS L 5210] HEXH AACME
Ol S : H10-0487 = =5t Xt 2026E 98 9Y
Ol= J|2t: 12T 3 MELR: 26-9-7
D222 AMHE@RS)
= =2
- R
= DIEEN
e = KS BEZ) | 5 e s 2 0t
9 (&g 3.07 - -
= 2 T |HEHAE(blaine) (cmz/g) 3 000 O] &t 3 920 - -
2 AFE 20l (Lechatelier) (mm) 10 0|5t 0.5 - 2 CHt
o X ¢
QEZY0IE WA (%) 0.2 0|5t - E O
& (kE) (%) - 8.5 - -
= A
= = =] Ab _ X AZF
B0 x 2 = 60 0] Al 290 %
= 2 Al 2t 10 0I5t 6:00 - E O
3 10.0 Ol &t 20.0 0.89 -
orE AC
ol Ab —
MPa(N/mm?) 7 17.5 0| & 30.3 0.94
o8 42.5 0] At 53.7 2.15 -
AHAFSEE (SOg) 4.0 05t 1.93 - E O
sletM e - - - -
= (MgO)| 6.0 0I5t 2.60 - 202t
22 g 3.0 0|5t 1.60 - E CHZ
nReY E R (%) | 30=1t 600|5t 47% -
HID : E2Y A0 PURIF QRS B2 MAIGHOOF 8H0F, YT = &2 JITE 2 ACH
X ABAEMN OI22X  ZEYRR
3
A ACMEY =22 H =
2kAl FI-G-402-02 Rev.03 MAICM FA 5| AL A4(210mm><297mm)



