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Certificate of Analysis
Portland Blast—Furnace Slag cement

E2 S22 D22 IAUE 25 [KS L 5210] HEXY : HACME
OIZ= B3 1 10-0487 & =5UK ;20269 102 12
OI= IR : BIREZEE 3 MELR . 26-10-10
D2z AMUE(RSE)
= =
ANE A=
5 =3t
8 = il ZlCHat
(KS #F) o 7 oE R (22
U (2D 3.08 - -
2o T |HEZHH(blaine) (cm?/g) 3 000 0] At 3910 - -
2 AFE 2l 0ll(Lechatelier) (mm) 10 0|5t 0.5 - 2 CHt
ohF ¢
QEZY0IE WA (%) 0.2 0|5t - SN
% 2Z(KE) (%) - 28.5 - -
= A
= x 2 2 At - ESEAS e
5130 x 2 = 60 0] Al 295 %|
= Al 2+ 10 0I5t 6:00 - SN
3 10.0 0| At 20.4 1.20 -
ot= AT
o 5 0] At . . -
MPa(N/mm?) 7 17.5 0l 30.4 0.84
ogel 42.5 0| & -
NN (SO3) 4.0 0|53t 1.94 - ZICHak
5latA =2 N R _ N
g*ﬁ%‘j A OIS (MgO)| 6.0 0I5t 2.41 - e
22 g 3.0 05t 1.60 - SN
nReY E R (%) | 30= D 600|5t 47% -

9FAl FI-G-402-02 Rev.03 MAICM FA| 3] Ab A4(210mm*<297mm)




